SIDEWALK OR DRIVE WAY WIDTH
VARIES AS REQUIRED
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6” MINIMUM THICK WASHED
AGGREGATE BASE CONSISTING
OF WASHED 57 SIZE STONE.
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SURFACE COURSE TGO CONSIST OF EITHER A POROUS CONCRETE
OR ASPHALT (8" THICK), PERMEABLE INTERLOCKING CONCRETE
PAVERS OR CONCRETE GRID PAVERS. THE MATERIAL SELECTED
WILL BE CAPABLE OF ALLOWING THE WATER QUALITY VOLUME

TO PASS THROUGH THE SURFACE, AND TO FILTER THROUGH AN
ADJACENT MULCHED LANDSCAPE BED TO ALLOW FOR FILTERING

AND INFILTRATION INTO THE NATURAL SOIL MATERIALS.
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